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Tevap > Tf

Wide circles of crystalized salt 
in the periphery, dendritic salt 

crystals in the centre
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Tsub > Teu

0.005 M

0.05 M

0.5 M

non-seeded sample
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LN-frozen sample

Large pieces of salt (bulk) 
arranged in the form of 

concentric circles

Tsub < Teu
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non-seeded sample
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Tiny isolated crystals, small 
aggregates with lichen-like 

morphology

LN-frozen sample Large aggregates with lichen-
like morphology

0.5 M

non-seeded sample
Self-supporting porous 

structure, surface covered with 
salt film, many hollows beneath

seeded sample Self-supporting honeycomb-like 
structure

LN-frozen sample Self-supporting sponge-like 
structure


